
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.2361 $0.2309 $0.0795 $0.0469 $0.0061 $0.0200 $0.6195

201   4.3%  Ni $0.2361 $0.2483 $0.0790 $0.0533 $0.0200 $0.6367

2205 $0.3247 $0.3031 $0.3845 $0.0743 $0.0093 $0.0200 $1.1159

A286 $0.1900 $1.1925 $0.1182 $0.0611 $0.0000 $0.0200 $1.5818

Alloy 625 $1.0516 $2.8820 $0.9453 $0.0054 $0.0000 $1.4772 $0.0200 $6.3815

Alloy 718 $0.9014 $2.4844 $0.3545 $0.0214 $0.0000 $2.3448 $0.0200 $6.1265

301   6.0%  Ni $0.2538 $0.3464 $0.0817 $0.0200 $0.7019

301   6.6%  Ni $0.2509 $0.3810 $0.0830 $0.0200 $0.7349

301   7.0%  Ni $0.2509 $0.4041 $0.0826 $0.0200 $0.7576

304/304L $0.2656 $0.4620 $0.0804 $0.0200 $0.8280

304/304L 8.5% $0.2656 $0.4908 $0.0798 $0.0200 $0.8562

304/304L 9.0% $0.2656 $0.5197 $0.0792 $0.0200 $0.8845

304/304L 9.5% $0.2656 $0.5485 $0.0787 $0.0200 $0.9128

304L   9.75% $0.2686 $0.5630 $0.0782 $0.0200 $0.9298

304L   10% $0.2693 $0.5774 $0.0778 $0.0200 $0.9445

305 $0.2730 $0.6698 $0.0758 $0.0200 $1.0386

305    12% Ni $0.2730 $0.6929 $0.0753 $0.0000 $0.0200 $1.0612

305    12.4% Ni $0.2701 $0.7160 $0.0742 $0.0000 $0.0200 $1.0803

17-4 PH $0.2214 $0.2021 $0.0245 $0.0848 $0.0022 $0.0607 $0.0000 $0.0200 $0.6157

17-7 PH $0.2464 $0.4157 $0.0827 $0.0200 $0.7648

309/309S $0.3247 $0.6929 $0.0714 $0.0200 $1.1090

310/310S $0.3543 $1.0970 $0.0614 $0.0200 $1.5327

316/316L $0.2361 $0.5774 $0.2563 $0.0781 $0.0200 $1.1679

316/316L(2.5%Mo) $0.2361 $0.5774 $0.3203 $0.0776 $0.0200 $1.2314

316L(2.75%Mo) $0.2361 $0.5774 $0.3524 $0.0773 $0.0200 $1.2632

316 Ti $0.2436 $0.6062 $0.2563 $0.0768 $0.0000 $0.0200 $1.2029

317L $0.2656 $0.6352 $0.3845 $0.0737 $0.0200 $1.3790

321 $0.2509 $0.5197 $0.0800 $0.0000 $0.0200 $0.8706

347 $0.2509 $0.5197 $0.0795 $0.3564 $0.0200 $1.2265

904L $0.4117 $1.2422 $0.5908 $0.0504 $0.0222 $0.0200 $2.3373

409 $0.1586 $0.0000 $0.0971 $0.0000 $0.0200 $0.2757

410s $0.1698 $0.0000 $0.0965 $0.0200 $0.2863

420 $0.1845 $0.0000 $0.0954 $0.0200 $0.2999

430/431 $0.2361 $0.0000 $0.0915 $0.0200 $0.3476

434 $0.2361 $0.0000 $0.0961 $0.0907 $0.0200 $0.4429

436 $0.2546 $0.0000 $0.1485 $0.0489 $0.0879 $0.0000 $0.0022 $0.0200 $0.5621

439 $0.2509 $0.0000 $0.0000 $0.0900 $0.0000 $0.0200 $0.3609

441 $0.2583 $0.0000 $0.0000 $0.0891 $0.0000 $0.2110 $0.0200 $0.5784

444 $0.2583 $0.0000 $0.2243 $0.0874 $0.0000 $0.1313 $0.0200 $0.7213

Monthly Average: $1.42 $6.19 $12.29 $16.75 $390.00 $2.52 $1,580.00 $3.07 $29.25 $2.69 $0.02

4/26/2018

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

April 29, 2018 through June 2, 2018


