
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.2274 $0.2279 $0.0826 $0.0400 $0.0048 $0.0350 $0.6177

201   4.3%  Ni $0.2274 $0.2449 $0.0822 $0.0449 $0.0350 $0.6344

2205 $0.3125 $0.2991 $0.3783 $0.0772 $0.0078 $0.0350 $1.1099

A286 $0.2368 $1.4141 $0.1183 $0.0636 $0.0000 $0.0500 $1.8828

Alloy 625 $1.1330 $3.4176 $0.9460 $0.0056 $0.0000 $1.4772 $0.0500 $7.0294

Alloy 718 $0.9711 $2.9462 $0.3547 $0.0223 $0.0000 $2.3448 $0.0500 $6.6891

301   6.0%  Ni $0.2444 $0.3418 $0.0850 $0.0350 $0.7062

301   6.6%  Ni $0.2415 $0.3760 $0.0864 $0.0350 $0.7389

301   7.0%  Ni $0.2415 $0.3989 $0.0859 $0.0350 $0.7613

304/304L $0.2557 $0.4557 $0.0836 $0.0350 $0.8300

304/304L 8.5% $0.2557 $0.4843 $0.0830 $0.0350 $0.8580

304/304L 9.0% $0.2557 $0.5128 $0.0824 $0.0350 $0.8859

304/304L 9.5% $0.2557 $0.5413 $0.0818 $0.0350 $0.9138

304L   9.75% $0.2586 $0.5555 $0.0813 $0.0350 $0.9304

304L   10% $0.2593 $0.5698 $0.0810 $0.0350 $0.9451

305 $0.2629 $0.6609 $0.0788 $0.0350 $1.0376

305    12% Ni $0.2629 $0.6837 $0.0783 $0.0000 $0.0350 $1.0599

305    12.4% Ni $0.2629 $0.7582 $0.0801 $0.0000 $0.0350 $1.1362

17-4 PH $0.2131 $0.1994 $0.0276 $0.0882 $0.0018 $0.0483 $0.0000 $0.0350 $0.6134

17-7 PH $0.2372 $0.4102 $0.0860 $0.0350 $0.7684

309/309S $0.3125 $0.6837 $0.0743 $0.0350 $1.1055

310/310S $0.3409 $1.0825 $0.0638 $0.0350 $1.5222

316/316L $0.2274 $0.5698 $0.2522 $0.0812 $0.0350 $1.1656

316/316L(2.5%Mo) $0.2274 $0.5698 $0.3153 $0.0807 $0.0350 $1.2282

316L(2.75%Mo) $0.2274 $0.5698 $0.3468 $0.0804 $0.0350 $1.2594

316 Ti $0.2344 $0.5982 $0.2522 $0.0798 $0.0000 $0.0350 $1.1996

317L $0.2557 $0.6267 $0.3783 $0.0766 $0.0350 $1.3723

321 $0.2415 $0.5128 $0.0832 $0.0000 $0.0350 $0.8725

347 $0.2415 $0.5128 $0.0827 $0.3564 $0.0350 $1.2284

904L $0.4808 $1.4731 $0.5913 $0.0525 $0.0206 $0.0500 $2.6683

409 $0.1528 $0.0000 $0.1010 $0.0000 $0.0350 $0.2888

410s $0.1633 $0.0000 $0.1004 $0.0350 $0.2987

420 $0.1776 $0.0000 $0.0992 $0.0350 $0.3118

430/431 $0.2274 $0.0000 $0.0952 $0.0350 $0.3576

434 $0.2274 $0.0000 $0.0946 $0.0943 $0.0350 $0.4513

436 $0.2451 $0.0000 $0.1451 $0.0552 $0.0915 $0.0000 $0.0018 $0.0350 $0.5737

439 $0.2415 $0.0000 $0.0000 $0.0936 $0.0000 $0.0350 $0.3701

441 $0.2486 $0.0000 $0.0000 $0.0927 $0.0000 $0.2110 $0.0350 $0.5873

444 $0.2486 $0.0000 $0.2207 $0.0908 $0.0000 $0.1313 $0.0350 $0.7264

Monthly Average: $1.38 $6.13 $12.14 $17.30 $400.00 $2.45 $1,425.00 $2.77 $29.25 $2.82 $0.04

8/27/2018

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

September 2, 2018 through September 29, 2018


