
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.1898 $0.2173 $0.0699 $0.0366 $0.0056 $0.0350 $0.5542

201   4.3%  Ni $0.1898 $0.2336 $0.0695 $0.0427 $0.0350 $0.5706

2205 $0.2609 $0.2852 $0.3831 $0.0654 $0.0074 $0.0350 $1.0370

A286 $0.1802 $0.9898 $0.1141 $0.0611 $0.0000 $0.0900 $1.4352

Alloy 625 $1.0433 $2.3921 $0.9127 $0.0054 $0.0000 $1.4944 $0.0900 $5.9379

Alloy 718 $0.8942 $2.0621 $0.3422 $0.0214 $0.0000 $2.3721 $0.0900 $5.7820

301   6.0%  Ni $0.2040 $0.3259 $0.0719 $0.0350 $0.6368

301   6.6%  Ni $0.2016 $0.3585 $0.0731 $0.0350 $0.6682

301   7.0%  Ni $0.2016 $0.3802 $0.0727 $0.0350 $0.6895

304/304L $0.2135 $0.4345 $0.0707 $0.0350 $0.7537

304/304L 8.5% $0.2135 $0.4617 $0.0702 $0.0350 $0.7804

304/304L 9.0% $0.2135 $0.4888 $0.0697 $0.0350 $0.8070

304/304L 9.5% $0.2135 $0.5160 $0.0692 $0.0350 $0.8337

304L   9.75% $0.2158 $0.5297 $0.0688 $0.0350 $0.8493

304L   10% $0.2165 $0.5431 $0.0685 $0.0350 $0.8631

305 $0.2194 $0.6301 $0.0667 $0.0350 $0.9512

305    12% Ni $0.2194 $0.6519 $0.0663 $0.0000 $0.0350 $0.9726

305    12.4% Ni $0.2171 $0.6736 $0.0653 $0.0000 $0.0350 $0.9910

17-4 PH $0.1779 $0.1901 $0.0370 $0.0746 $0.0017 $0.0553 $0.0000 $0.0350 $0.5716

17-7 PH $0.1980 $0.3910 $0.0728 $0.0350 $0.6968

309/309S $0.2609 $0.6519 $0.0629 $0.0350 $1.0107

310/310S $0.2847 $1.0321 $0.0540 $0.0350 $1.4058

316/316L $0.1898 $0.5431 $0.2555 $0.0687 $0.0350 $1.0921

316/316L(2.5%Mo) $0.1898 $0.5431 $0.3193 $0.0683 $0.0350 $1.1555

316L(2.75%Mo) $0.1898 $0.5431 $0.3513 $0.0680 $0.0350 $1.1872

316 Ti $0.1957 $0.5703 $0.2555 $0.0676 $0.0000 $0.0350 $1.1241

317L $0.2135 $0.5976 $0.3831 $0.0648 $0.0350 $1.2940

321 $0.2016 $0.4888 $0.0704 $0.0000 $0.0350 $0.7958

347 $0.2016 $0.4888 $0.0700 $0.3606 $0.0350 $1.1560

904L $0.3991 $1.0310 $0.5705 $0.0504 $0.0152 $0.0900 $2.1562

409 $0.1276 $0.0000 $0.0854 $0.0000 $0.0350 $0.2480

410s $0.1364 $0.0000 $0.0850 $0.0350 $0.2564

420 $0.1483 $0.0000 $0.0840 $0.0350 $0.2673

430/431 $0.1898 $0.0000 $0.0805 $0.0350 $0.3053

434 $0.1898 $0.0000 $0.0958 $0.0798 $0.0350 $0.4004

436 $0.2047 $0.0000 $0.1477 $0.0738 $0.0774 $0.0000 $0.0017 $0.0350 $0.5403

439 $0.2016 $0.0000 $0.0000 $0.0792 $0.0000 $0.0350 $0.3158

441 $0.2076 $0.0000 $0.0000 $0.0784 $0.0000 $0.2135 $0.0350 $0.5345

444 $0.2076 $0.0000 $0.2235 $0.0769 $0.0000 $0.1328 $0.0350 $0.6758

Monthly Average: $1.20 $5.89 $12.15 $18.85 $360.00 $2.58 $1,375.00 $2.92 $29.25 $2.71 $0.04

4/25/2019

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

April 28, 2019 through June 1, 2019

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.


