
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.1541 $0.2140 $0.0445 $0.0348 $0.0045 $0.0325 $0.4844

201   4.3%  Ni $0.1541 $0.2300 $0.0443 $0.0422 $0.0325 $0.5031

2205 $0.2119 $0.2808 $0.3680 $0.0416 $0.0073 $0.0325 $0.9421

A286 $0.1960 $1.1971 $0.1273 $0.0560 $0.0000 $0.0900 $1.6664

Alloy 625 $1.0707 $2.8929 $1.0184 $0.0049 $0.0000 $1.4944 $0.0900 $6.5713

Alloy 718 $0.9178 $2.4940 $0.3819 $0.0196 $0.0000 $2.3721 $0.0900 $6.2754

301   6.0%  Ni $0.1656 $0.3209 $0.0458 $0.0325 $0.5648

301   6.6%  Ni $0.1637 $0.3530 $0.0465 $0.0325 $0.5957

301   7.0%  Ni $0.1637 $0.3744 $0.0463 $0.0325 $0.6169

304/304L $0.1733 $0.4279 $0.0450 $0.0325 $0.6787

304/304L 8.5% $0.1733 $0.4547 $0.0447 $0.0325 $0.7052

304/304L 9.0% $0.1733 $0.4814 $0.0444 $0.0325 $0.7316

304/304L 9.5% $0.1733 $0.5081 $0.0441 $0.0325 $0.7580

304L   9.75% $0.1752 $0.5215 $0.0438 $0.0325 $0.7730

304L   10% $0.1757 $0.5349 $0.0436 $0.0325 $0.7867

305 $0.1781 $0.6205 $0.0424 $0.0325 $0.8735

305    12% Ni $0.1781 $0.6419 $0.0422 $0.0000 $0.0325 $0.8947

305    12.4% Ni $0.1762 $0.6017 $0.0419 $0.0000 $0.0325 $0.8523

17-4 PH $0.1444 $0.1872 $0.0349 $0.0475 $0.0016 $0.0457 $0.0000 $0.0325 $0.4938

17-7 PH $0.1608 $0.3851 $0.0463 $0.0325 $0.6247

309/309S $0.2119 $0.6419 $0.0400 $0.0325 $0.9263

310/310S $0.2310 $1.0163 $0.0344 $0.0325 $1.3142

316/316L $0.1541 $0.5349 $0.2453 $0.0438 $0.0325 $1.0106

316/316L(2.5%Mo) $0.1541 $0.5349 $0.3067 $0.0434 $0.0325 $1.0716

316L(2.75%Mo) $0.1541 $0.5349 $0.3374 $0.0433 $0.0325 $1.1022

316 Ti $0.1588 $0.5616 $0.2453 $0.0430 $0.0000 $0.0325 $1.0412

317L $0.1733 $0.5884 $0.3680 $0.0413 $0.0325 $1.2035

321 $0.1637 $0.4814 $0.0448 $0.0000 $0.0325 $0.7224

347 $0.1637 $0.4814 $0.0445 $0.3606 $0.0325 $1.0827

904L $0.4223 $1.2470 $0.6365 $0.0462 $0.0185 $0.0900 $2.4605

409 $0.1035 $0.0000 $0.0544 $0.0000 $0.0325 $0.1904

410s $0.1107 $0.0000 $0.0541 $0.0325 $0.1973

420 $0.1203 $0.0000 $0.0534 $0.0325 $0.2062

430/431 $0.1541 $0.0000 $0.0513 $0.0325 $0.2379

434 $0.1541 $0.0000 $0.0920 $0.0508 $0.0325 $0.3294

436 $0.1660 $0.0000 $0.1429 $0.0698 $0.0493 $0.0000 $0.0016 $0.0325 $0.4621

439 $0.1637 $0.0000 $0.0000 $0.0504 $0.0000 $0.0325 $0.2466

441 $0.1685 $0.0000 $0.0000 $0.0499 $0.0000 $0.2135 $0.0325 $0.4644

444 $0.1685 $0.0000 $0.2147 $0.0489 $0.0000 $0.1328 $0.0325 $0.5974

Monthly Average: $1.0400 $5.8335 $11.7925 $18.5000 $280.0000 $2.4250 $1,365.0000 $2.6926 $29.2500 $2.2910 $0.0325

7/25/2019

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:
August 4, 2019 through August 31, 2019


