
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.1473 $0.2395 $0.0413 $0.0295 $0.0047 $0.0250 $0.4873

201   4.3%  Ni $0.1473 $0.2576 $0.0411 $0.0269 $0.0250 $0.4979

2205 $0.2026 $0.3144 $0.2552 $0.0386 $0.0047 $0.0250 $0.8405

A286 $0.1605 $1.9344 $0.1233 $0.0305 $0.0000 $0.0700 $2.3187

Alloy 625 $1.0090 $4.6749 $0.9858 $0.0027 $0.0000 $1.4944 $0.0700 $8.2368

Alloy 718 $0.8649 $4.0300 $0.3697 $0.0107 $0.0000 $2.3721 $0.0700 $7.7174

29MO $0.7770 $0.0000 $0.3063 $0.0382 $0.0000 $0.1898 $0.0250 $1.3363

301   6.0%  Ni $0.1584 $0.3593 $0.0425 $0.0250 $0.5852

301   6.6%  Ni $0.1565 $0.3952 $0.0432 $0.0250 $0.6199

301   7.0%  Ni $0.1565 $0.4192 $0.0429 $0.0250 $0.6436

304/304L $0.1658 $0.4791 $0.0418 $0.0250 $0.7117

304/304L 8.5% $0.1658 $0.5091 $0.0415 $0.0250 $0.7414

304/304L 9.0% $0.1658 $0.5390 $0.0412 $0.0250 $0.7710

304/304L 9.5% $0.1658 $0.5690 $0.0409 $0.0250 $0.8007

304L   9.75% $0.1676 $0.5840 $0.0407 $0.0250 $0.8173

304L   10% $0.1680 $0.5990 $0.0405 $0.0250 $0.8325

305 $0.1703 $0.6947 $0.0394 $0.0250 $0.9294

305    12% Ni $0.1703 $0.7187 $0.0392 $0.0000 $0.0250 $0.9532

305    12.4% Ni $0.1685 $0.7427 $0.0386 $0.0000 $0.0250 $0.9748

17-4 PH $0.1381 $0.2097 $0.0226 $0.0441 $0.0014 $0.0464 $0.0000 $0.0250 $0.4873

17-7 PH $0.1538 $0.4312 $0.0430 $0.0250 $0.6530

309/309S $0.2026 $0.7187 $0.0371 $0.0250 $0.9834

310/310S $0.2210 $1.1379 $0.0319 $0.0250 $1.4158

316/316L $0.1473 $0.5990 $0.1701 $0.0406 $0.0250 $0.9820

316/316L(2.5%Mo) $0.1473 $0.5990 $0.2127 $0.0403 $0.0250 $1.0243

316L(2.75%Mo) $0.1473 $0.5990 $0.2340 $0.0402 $0.0250 $1.0455

316 Ti $0.1520 $0.6288 $0.1701 $0.0399 $0.0000 $0.0250 $1.0158

317L $0.1658 $0.6588 $0.2552 $0.0383 $0.0250 $1.1431

321 $0.1565 $0.5390 $0.0416 $0.0000 $0.0250 $0.7621

347 $0.1565 $0.5390 $0.0413 $0.3606 $0.0250 $1.1224

904L $0.3700 $2.0150 $0.6162 $0.0252 $0.0141 $0.0700 $3.1105

409 $0.0990 $0.0000 $0.0505 $0.0000 $0.0250 $0.1745

410s $0.1059 $0.0000 $0.0502 $0.0250 $0.1811

420 $0.1151 $0.0000 $0.0496 $0.0250 $0.1897

430/431 $0.1473 $0.0000 $0.0476 $0.0250 $0.2199

434 $0.1473 $0.0000 $0.0638 $0.0472 $0.0250 $0.2833

436 $0.1588 $0.0000 $0.0992 $0.0451 $0.0457 $0.0000 $0.0014 $0.0250 $0.3752

439 $0.1565 $0.0000 $0.0000 $0.0468 $0.0000 $0.0250 $0.2283

441 $0.1612 $0.0000 $0.0000 $0.0463 $0.0000 $0.2135 $0.0250 $0.4460

444 $0.1612 $0.0000 $0.1488 $0.0454 $0.0000 $0.1328 $0.0250 $0.5132

Monthly Average: $1.0100 $6.2921 $9.0963 $16.3750 $270.0000 $2.3688 $1,087.5000 $2.7159 $29.2500 $2.4700 $0.0250

12/30/2019

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:
December 29, 2019 through February 1, 2020


