
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.1473 $0.2430 $0.0509 $0.0249 $0.0050 $0.0250 $0.4961

201   4.3%  Ni $0.1473 $0.2613 $0.0506 $0.0262 $0.0250 $0.5104

2205 $0.2026 $0.3190 $0.2685 $0.0475 $0.0045 $0.0250 $0.8671

A286 $0.1605 $1.8494 $0.1071 $0.0204 $0.0000 $0.0700 $2.2074

Alloy 625 $1.0090 $4.4694 $0.8564 $0.0018 $0.0000 $1.4944 $0.0700 $7.9010

Alloy 718 $0.8649 $3.8530 $0.3212 $0.0071 $0.0000 $2.3721 $0.0700 $7.4883

29MO $0.7770 $0.0000 $0.3221 $0.0470 $0.0000 $0.1898 $0.0250 $1.3609

301   6.0%  Ni $0.1584 $0.3645 $0.0523 $0.0250 $0.6002

301   6.6%  Ni $0.1565 $0.4010 $0.0531 $0.0250 $0.6356

301   7.0%  Ni $0.1565 $0.4253 $0.0529 $0.0250 $0.6597

304/304L $0.1658 $0.4860 $0.0514 $0.0250 $0.7282

304/304L 8.5% $0.1658 $0.5164 $0.0511 $0.0250 $0.7583

304/304L 9.0% $0.1658 $0.5469 $0.0507 $0.0250 $0.7884

304/304L 9.5% $0.1658 $0.5772 $0.0504 $0.0250 $0.8184

304L   9.75% $0.1676 $0.5924 $0.0500 $0.0250 $0.8350

304L   10% $0.1680 $0.6076 $0.0498 $0.0250 $0.8504

305 $0.1703 $0.7048 $0.0485 $0.0250 $0.9486

305    12% Ni $0.1703 $0.7291 $0.0482 $0.0000 $0.0250 $0.9726

305    12.4% Ni $0.1685 $0.7534 $0.0475 $0.0000 $0.0250 $0.9944

17-4 PH $0.1381 $0.2127 $0.0226 $0.0543 $0.0012 $0.0505 $0.0000 $0.0250 $0.5044

17-7 PH $0.1538 $0.4374 $0.0529 $0.0250 $0.6691

309/309S $0.2026 $0.7291 $0.0457 $0.0250 $1.0024

310/310S $0.2210 $1.1544 $0.0393 $0.0250 $1.4397

316/316L $0.1473 $0.6076 $0.1790 $0.0500 $0.0250 $1.0089

316/316L(2.5%Mo) $0.1473 $0.6076 $0.2237 $0.0496 $0.0250 $1.0532

316L(2.75%Mo) $0.1473 $0.6076 $0.2460 $0.0495 $0.0250 $1.0754

316 Ti $0.1520 $0.6379 $0.1790 $0.0491 $0.0000 $0.0250 $1.0430

317L $0.1658 $0.6684 $0.2685 $0.0471 $0.0250 $1.1748

321 $0.1565 $0.5469 $0.0512 $0.0000 $0.0250 $0.7796

347 $0.1565 $0.5469 $0.0509 $0.3606 $0.0250 $1.1399

904L $0.3700 $1.9265 $0.5352 $0.0168 $0.0141 $0.0700 $2.9326

409 $0.0990 $0.0000 $0.0621 $0.0000 $0.0250 $0.1861

410s $0.1059 $0.0000 $0.0618 $0.0250 $0.1927

420 $0.1151 $0.0000 $0.0611 $0.0250 $0.2012

430/431 $0.1473 $0.0000 $0.0586 $0.0250 $0.2309

434 $0.1473 $0.0000 $0.0671 $0.0580 $0.0250 $0.2974

436 $0.1588 $0.0000 $0.1029 $0.0451 $0.0563 $0.0000 $0.0012 $0.0250 $0.3893

439 $0.1565 $0.0000 $0.0000 $0.0576 $0.0000 $0.0250 $0.2391

441 $0.1612 $0.0000 $0.0000 $0.0570 $0.0000 $0.2135 $0.0250 $0.4567

444 $0.1612 $0.0000 $0.1566 $0.0559 $0.0000 $0.1328 $0.0250 $0.5315

Monthly Average: $1.0100 $6.3543 $9.4129 $16.3750 $300.0000 $2.3250 $1,075.0000 $2.8026 $29.2500 $2.1580 $0.0250

1/22/2020

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:
February 2, 2019 through February 29, 2020


