
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.1764 $0.1944 $0.0540 $0.0312 $0.0031 $0.0250 $0.4841

201   4.3%  Ni $0.1764 $0.2090 $0.0537 $0.0330 $0.0250 $0.4971

2205 $0.2426 $0.2552 $0.2435 $0.0505 $0.0057 $0.0250 $0.8225

A286 $0.1586 $1.1856 $0.1009 $0.0382 $0.0000 $0.0500 $1.5333

Alloy 625 $1.0056 $2.8652 $0.8077 $0.0033 $0.0000 $1.4944 $0.0500 $6.2262

Alloy 718 $0.8619 $2.4700 $0.3029 $0.0134 $0.0000 $2.3721 $0.0500 $6.0703

29MO $0.7941 $0.0000 $0.2922 $0.0500 $0.0000 $0.1898 $0.0250 $1.3511

301   6.0%  Ni $0.1897 $0.2916 $0.0556 $0.0250 $0.5619

301   6.6%  Ni $0.1874 $0.3208 $0.0565 $0.0250 $0.5897

301   7.0%  Ni $0.1874 $0.3402 $0.0562 $0.0250 $0.6088

304/304L $0.1984 $0.3888 $0.0546 $0.0250 $0.6668

304/304L 8.5% $0.1984 $0.4131 $0.0543 $0.0250 $0.6908

304/304L 9.0% $0.1984 $0.4374 $0.0539 $0.0250 $0.7147

304/304L 9.5% $0.1984 $0.4617 $0.0535 $0.0250 $0.7386

304L   9.75% $0.2006 $0.4740 $0.0532 $0.0250 $0.7528

304L   10% $0.2012 $0.4860 $0.0529 $0.0250 $0.7651

305 $0.2040 $0.5638 $0.0515 $0.0250 $0.8443

305    12% Ni $0.2040 $0.5833 $0.0512 $0.0000 $0.0250 $0.8635

305    12.4% Ni $0.2017 $0.6027 $0.0509 $0.0000 $0.0250 $0.8803

17-4 PH $0.1653 $0.1701 $0.0262 $0.0576 $0.0014 $0.0312 $0.0000 $0.0250 $0.4768

17-7 PH $0.1841 $0.3500 $0.0562 $0.0250 $0.6153

309/309S $0.2426 $0.5833 $0.0486 $0.0250 $0.8995

310/310S $0.2645 $0.9235 $0.0417 $0.0250 $1.2547

316/316L $0.1764 $0.4860 $0.1623 $0.0531 $0.0250 $0.9028

316/316L(2.5%Mo) $0.1764 $0.4860 $0.2029 $0.0527 $0.0250 $0.9430

316L(2.75%Mo) $0.1764 $0.4860 $0.2233 $0.0526 $0.0250 $0.9633

316 Ti $0.1819 $0.5103 $0.1623 $0.0522 $0.0000 $0.0250 $0.9317

317L $0.1984 $0.5347 $0.2435 $0.0501 $0.0250 $1.0517

321 $0.1874 $0.4374 $0.0544 $0.0000 $0.0250 $0.7042

347 $0.1874 $0.4374 $0.0541 $0.3606 $0.0250 $1.0645

904L $0.3671 $1.2350 $0.5048 $0.0315 $0.0137 $0.0500 $2.2021

409 $0.1185 $0.0000 $0.0660 $0.0000 $0.0250 $0.2095

410s $0.1267 $0.0000 $0.0656 $0.0250 $0.2173

420 $0.1378 $0.0000 $0.0649 $0.0250 $0.2277

430/431 $0.1764 $0.0000 $0.0622 $0.0250 $0.2636

434 $0.1764 $0.0000 $0.0609 $0.0617 $0.0250 $0.3240

436 $0.1901 $0.0000 $0.0934 $0.0523 $0.0598 $0.0000 $0.0014 $0.0250 $0.4220

439 $0.1874 $0.0000 $0.0000 $0.0612 $0.0000 $0.0250 $0.2736

441 $0.1929 $0.0000 $0.0000 $0.0606 $0.0000 $0.2135 $0.0250 $0.4920

444 $0.1929 $0.0000 $0.1421 $0.0594 $0.0000 $0.1328 $0.0250 $0.5522

Monthly Average: $1.1400 $5.4834 $8.8176 $17.0000 $310.0000 $2.1750 $1,200.0000 $2.3358 $29.2500 $1.7940 $0.0250

5/26/2020

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:
May 31, 2020 through June 27, 2020


