
AISI GRADE CHROME NICKEL MOLY IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.1764 $0.2178 $0.0415 $0.0234 $0.0000 $0.0250 $0.4841

201   4.3%  Ni $0.1764 $0.2342 $0.0411 $0.0248 $0.0250 $0.5015

2205 $0.2426 $0.2858 $0.1823 $0.0386 $0.0055 $0.0250 $0.7798

A286 $0.1842 $1.0352 $0.0750 $0.0331 $0.0000 $0.0500 $1.3775

Alloy 625 $1.0501 $2.5017 $0.6001 $0.0029 $0.0000 $1.4944 $0.0500 $5.6992

Alloy 718 $0.9001 $2.1566 $0.2250 $0.0116 $0.0000 $2.3721 $0.0500 $5.7154

29MO $0.7937 $0.0000 $0.2188 $0.0382 $0.0000 $0.1898 $0.0250 $1.2655

301   6.0%  Ni $0.1764 $0.3267 $0.0441 $0.0250 $0.5722

301S 6.4% Ni $0.1819 $0.3485 $0.0436 $0.0250 $0.5990

301   6.6%  Ni $0.1874 $0.3594 $0.0432 $0.0250 $0.6150

301   7.0%  Ni $0.1874 $0.3812 $0.0429 $0.0250 $0.6365

304/304L $0.1984 $0.4356 $0.0418 $0.0250 $0.7008

304/304L 8.5% $0.1984 $0.4628 $0.0415 $0.0250 $0.7277

304/304L 9.0% $0.1984 $0.4900 $0.0412 $0.0250 $0.7546

304/304L 9.5% $0.1984 $0.5173 $0.0409 $0.0250 $0.7816

304L   9.75% $0.2006 $0.5309 $0.0407 $0.0250 $0.7972

304L   10% $0.2012 $0.5445 $0.0405 $0.0250 $0.8112

305    12% Ni $0.2040 $0.6534 $0.0392 $0.0000 $0.0250 $0.9216

305    12.4% Ni $0.2017 $0.6751 $0.0386 $0.0000 $0.0250 $0.9404

17-4 PH $0.1653 $0.1634 $0.0446 $0.0000 $0.0498 $0.0712 $0.0250 $0.5193

17-7 PH $0.1841 $0.3921 $0.0430 $0.0250 $0.6442

309/309S $0.2426 $0.6534 $0.0371 $0.0250 $0.9581

310/310S $0.2645 $1.0345 $0.0319 $0.0250 $1.3559

316/316L $0.1764 $0.5445 $0.1216 $0.0406 $0.0250 $0.9081

316/316L(2.5%Mo) $0.1764 $0.5445 $0.1520 $0.0403 $0.0250 $0.9382

316L(2.75%Mo) $0.1764 $0.5445 $0.1672 $0.0402 $0.0250 $0.9533

316 Ti $0.1819 $0.5717 $0.1216 $0.0399 $0.0000 $0.0250 $0.9401

317L $0.1984 $0.5990 $0.1823 $0.0383 $0.0250 $1.0430

321 $0.1874 $0.4900 $0.0416 $0.0000 $0.0250 $0.7440

347 $0.1874 $0.4900 $0.0413 $0.3606 $0.0250 $1.1043

904L $0.4049 $1.0784 $0.3751 $0.0273 $0.0097 $0.0500 $1.9454

409 $0.1185 $0.0000 $0.0505 $0.0000 $0.0250 $0.1940

410s $0.1267 $0.0000 $0.0502 $0.0250 $0.2019

420 $0.1323 $0.0000 $0.0499 $0.0250 $0.2072

430/431 $0.1764 $0.0000 $0.0476 $0.0250 $0.2490

434 $0.1764 $0.0000 $0.0456 $0.0472 $0.0250 $0.2942

436s $0.1874 $0.0000 $0.0456 $0.0465 $0.0000 $0.0000 $0.0250 $0.3045

439 $0.1874 $0.0000 $0.0000 $0.0468 $0.0000 $0.0250 $0.2592

441 $0.1929 $0.0000 $0.0000 $0.0463 $0.0000 $0.2135 $0.0250 $0.4777

444 $0.1929 $0.0000 $0.1064 $0.0454 $0.0000 $0.1328 $0.0250 $0.5025

Monthly Average: $1.1400 $5.9022 $7.3563 $270.0000 $2.0000 $1,050.0000 $2.7897 $29.2500 $1.4950 $0.0250

7/21/2020

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

August 2, 2020 through August 29, 2020


