
AISI GRADE CHROME NICKEL MOLY IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.1864 $0.3536 $0.1117 $0.0531 $0.0000 $0.0250 $0.7298

201   4.3%  Ni $0.1864 $0.3802 $0.1106 $0.0562 $0.0250 $0.7584

2205 $0.2562 $0.4642 $0.3556 $0.1040 $0.0098 $0.0250 $1.2148

A286 $0.1864 $1.6687 $0.0858 $0.0382 $0.0000 $0.0500 $2.0291

Alloy 625 $1.0625 $4.0327 $0.6866 $0.0033 $0.0000 $1.5120 $0.0500 $7.3471

Alloy 718 $0.9107 $3.4765 $0.2574 $0.0134 $0.0000 $2.4000 $0.0500 $7.1080

29MO $0.8420 $0.0000 $0.4268 $0.1029 $0.0031 $0.0000 $0.1920 $0.0250 $1.5918

301   6.0%  Ni $0.1864 $0.5306 $0.1188 $0.0250 $0.8608

301S 6.4% Ni $0.1922 $0.5659 $0.1173 $0.0250 $0.9004

301   6.6%  Ni $0.1980 $0.5836 $0.1163 $0.0250 $0.9229

301   7.0%  Ni $0.1980 $0.6189 $0.1156 $0.0250 $0.9575

304/304L $0.2096 $0.7074 $0.1125 $0.0250 $1.0545

304/304L 8.5% $0.2096 $0.7516 $0.1117 $0.0250 $1.0979

304/304L 9.0% $0.2096 $0.7958 $0.1109 $0.0250 $1.1413

304/304L 9.5% $0.2096 $0.8400 $0.1102 $0.0250 $1.1848

304L   9.75% $0.2120 $0.8621 $0.1095 $0.0250 $1.2086

304L   10% $0.2126 $0.8842 $0.1090 $0.0250 $1.2308

305    12% Ni $0.2155 $1.0611 $0.1055 $0.0000 $0.0250 $1.4071

305    12.4% Ni $0.2132 $1.0965 $0.1039 $0.0000 $0.0250 $1.4386

17-4 PH $0.1747 $0.2653 $0.1201 $0.0000 $0.0882 $0.0720 $0.0250 $0.7453

17-7 PH $0.1945 $0.6366 $0.1158 $0.0250 $0.9719

309/309S $0.2562 $1.0611 $0.1000 $0.0250 $1.4423

310/310S $0.2795 $1.6800 $0.0859 $0.0250 $2.0704

316/316L $0.1864 $0.8842 $0.2371 $0.1094 $0.0250 $1.4421

316/316L(2.5%Mo) $0.1864 $0.8842 $0.2964 $0.1086 $0.0250 $1.5006

316L(2.75%Mo) $0.1864 $0.8842 $0.3260 $0.1082 $0.0250 $1.5298

316 Ti $0.1922 $0.9285 $0.2371 $0.1075 $0.0044 $0.0250 $1.4947

317L $0.2096 $0.9727 $0.3556 $0.1031 $0.0250 $1.6660

321 $0.1980 $0.7958 $0.1120 $0.0060 $0.0250 $1.1368

347 $0.1980 $0.7958 $0.1113 $0.3648 $0.0250 $1.4949

904L $0.4096 $1.7382 $0.4291 $0.0315 $0.0226 $0.0500 $2.6810

409 $0.1267 $0.0000 $0.1359 $0.0051 $0.0250 $0.2927

410s $0.1356 $0.0000 $0.1352 $0.0250 $0.2958

420 $0.1414 $0.0000 $0.1344 $0.0250 $0.3008

430/431 $0.1886 $0.0000 $0.1281 $0.0250 $0.3417

434 $0.1886 $0.0000 $0.0900 $0.1270 $0.0250 $0.4306

436s $0.2004 $0.0000 $0.0900 $0.1251 $0.0040 $0.0000 $0.0250 $0.4445

439 $0.2004 $0.0000 $0.0000 $0.1259 $0.0081 $0.0250 $0.3594

441 $0.2063 $0.0000 $0.0000 $0.1248 $0.0040 $0.2160 $0.0250 $0.5761

444 $0.2063 $0.0000 $0.2099 $0.1223 $0.0040 $0.1344 $0.0250 $0.7019

Monthly Average: $1.1750 $8.2633 $11.3975 $490.0000 $4.3500 $1,609.3800 $3.6831 $29.2500 $2.7600 $0.0250

2/24/2021

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

February 28, 2021 through April 3, 2021


